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Finite element modeling and anisotropy implementation in 3D printed structures using an optimized method 
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For 3D printed specimen , the initiatrion of a sharp crack is very difficult and will probably produce delamination between the filaments . Such configuration influences directly fracture toughness of the specimen. Authors did not initiate a sharp crack 
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The flat part is due to the contact (sliding) between the pin and the hole of the specimen
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